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(57) ABSTRACT

A optical assembly is utilized in various applications includ-
ing in a display assembly. The optical assembly includes a
first translucent substrate, a second translucent substrate, a
first layer of adhesive, and a second layer of adhesive. The
first layer of adhesive is bonded to the first translusive sub-
strate and the second layer of adhesive is bonded to the second
translusive substrate. The first layer of adhesive is configured
for diffusive effects, and the second layer of adhesive is con-
figured for diffusive effects.
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